
Cold Rolled Products 

品种                                                 

Description 

材质                                          

Grade 

规格                                              

Specification 

执行标准                                                                         

Perform standards 

  厚度

Thickness 

宽度                                             

Width  

 

冷卷      CRC SPCC-SD 0.4~2.0 10000~1500 2010JX03 

 SPCD 0.4~2.0 10000~1500 JIS G 3141：1996 

 DC01 0.4~2.0 10000~1500 2013JX16 

 DC04 0.4~2.0 10000~1500 2010JX02 

 TTC2 0.4~2.0 10000~1500 2011JX13 

 SAE1006 0.4~2.0 10000~1500 2010JX18 

 SAE1008 0.4~2.0 10000~1500 2011JX39 

 CS-A 0.4~2.0 10000~1500 ASTM A1008/A1008M-2000 

 CS-B 0.4~2.0 10000~1500 ASTM A1008/A1008M-2000 

 DC01EK 0.4~2.0 10000~1500 2013JX56 

 DC04EK 0.4~2.0 10000~1500 2013JX56 

 DC06EK 0.4~2.0 10000~1500 2013JX56 

轧硬    CRFH SPCC-1 0.4~2.0 10000~1500 JIS G 3141：1996 

 TTC2-1 0.4~2.0 10000~1500 2011JX13 

 DC01EK-1 0.4~2.0 10000~1500 201356 

 DC04EK-1 0.4~2.0 10000~1500 2013JX56 

 DC06EK-1 0.4~2.0 10000~1500 2013JX56 

冷卷      CRC SPCC 0.4~2.0 1000~2000 JIS G3141 

 DC01~DC06 0.4~2.0 1000~2000 EN 10130 

 SAE1006 0.4~2.0 1000~2000 ASTM A568M 

 SAE1008 0.4~2.0 1000~2000 ASTM A568M 

 CS B 0.4~2.0 1000~2000 ASTM A653/A653M 

 汽车用钢 0.4~2.0 1000~2000 EN10130/ GB/T5213 



轧硬    CRFH SPCC 0.4~2.0 1000~2000 JIS G3141 
 


